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WINDAY ELECTRONIC(DONG GUAN) CO.,LTD.

LONGQUAN INDUSTRY XIN-JIU-WEI TERRITORY LIAOBU VILLAGE DONGGUAN CITY GUANGDONG
CHINA

The following sample(s) was/were submitted and identified on behalf of the clients as : METAL LIZED FILM
CAPACITOR(BOX)

SGS Job No. : CP19-060635 - SZ

Model No. : MPX/MEX(X1,X2)

Client Ref. Info. : MPC,MEC,MEB,MCB(CBB61-S0/S3),MMC,MXJ,MIT,MC4

Date of Sample Received : 13 Nov 2019

Testing Period : 13 Nov 2019 - 19 Nov 2019

Test Requested : Selected test(s) as requested by client.

Test Method : Please refer to next page(s).

Test Results : Please refer to next page(s).

Conclusion : Based on the performed tests on submitted sample(s), the results comply with

GB/T 26572-2011 required of Concentration Limits for Certain restricted
Substances in Electrical and Electronic Products.

Signed for and on behalf of
SGS-CSTC Standards Technical Services Co., Ltd. Guangzhou Branch

UM Cha

Violet,Shi
Approved Signatory
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Test Results :
Test Part Description :
Specimen No. SGS Sample ID Description
SN1 CAN19-223896.001 Colorless transparent film w/ grey surface
SN2 CAN19-223896.002 Yellow material
SN3 CAN19-223896.003 Yellow plastic
SN4 CAN19-223896.004 Yellow material w/ silvery surfaced
SN5 CAN19-223896.005 Silvery metal
Remarks :
(1) 1 mg/kg = 1 ppm = 0.0001%
(2) MDL = Method Detection Limit
(3) ND = Not Detected ( < MDL )
(4) "-" = Not Regulated
Elementary Analysis & Flame Retardants
Test Method :  With reference to GB/T 26125-2011
(1) Determination of Cadmium by ICP-OES.
(2) Determination of Lead by ICP-OES.
(3) Determination of Mercury by ICP-OES.
(4) Determination of Hexavalent Chromium by Colorimetric Method using UV-Vis.
(5) Determination of PBBs and PBDEs by GC-MS.

Test Item(s) Limit Unit MDL 001 002
Cadmium (Cd) 100 mag/kg 2 ND ND
Lead (Pb) 1,000 mg/kg 2 ND ND
Mercury (Hg) 1,000 mg/kg 2 ND ND
Hexavalent Chromium (CrVI) 1,000 mg/kg 2 ND ND
Sum of PBBs 1,000 mg/kg - ND ND
Monobromobiphenyl - mag/kg 5 ND ND
Dibromobiphenyl - mg/kg 5 ND ND
Tribromobiphenyl - mg/kg 5 ND ND
Tetrabromobiphenyl - mg/kg 5 ND ND
Pentabromobiphenyl - mg/kg 5 ND ND
Hexabromobiphenyl - mag/kg 5 ND ND
Heptabromobiphenyl - mg/kg 5 ND ND
Octabromobiphenyl - mg/kg 5 ND ND
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Test Report
Test Item(s)

Nonabromobiphenyl
Decabromobiphenyl

Sum of PBDEs
Monobromodiphenyl ether
Dibromodiphenyl ether
Tribromodiphenyl ether
Tetrabromodiphenyl ether
Pentabromodiphenyl ether
Hexabromodiphenyl ether
Heptabromodiphenyl ether
Octabromodiphenyl ether
Nonabromodiphenyl ether
Decabromodiphenyl ether

Test Item(s)
Cadmium (Cd)
Lead (Pb)
Mercury (Hg)

Hexavalent Chromium (CrV1)

Sum of PBBs
Monobromobiphenyl
Dibromobiphenyl
Tribromobiphenyl
Tetrabromobiphenyl
Pentabromobiphenyl
Hexabromobiphenyl
Heptabromobiphenyl
Octabromobiphenyl
Nonabromobiphenyl
Decabromobiphenyl

Sum of PBDEs
Monobromodiphenyl ether
Dibromodiphenyl ether
Tribromodiphenyl ether
Tetrabromodiphenyl ether
Pentabromodiphenyl ether
Hexabromodiphenyl ether
Heptabromodiphenyl ether
Octabromodiphenyl ether
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Test ltem(s) Limit Unit MDL 004
Nonabromodiphenyl ether - mag/kg 5 ND
Decabromodiphenyl ether - mg/kg 5 ND
Notes :

(1) The maximum permissible limit is quoted from the directive GB/T 26572-2011.

Elementary Analysis

Test Method :  With reference to GB/T 26125-2011
(1) Determination of Cadmium by ICP-OES.
(2) Determination of Lead by ICP-OES.
(3) Determination of Mercury by ICP-OES.
(4) Determination of Hexavalent Chromium by spot test / Colorimetric Method using UV-Vis.

Test Iltem(s) Limit Unit MDL 005
Cadmium (Cd) 100 mg/kg 2 ND
Lead (Pb) 1,000 mg/kg 2 ND
Mercury (Hg) 1,000 mg/kg 2 ND
Hexavalent Chromium (CrVI) - - O Negative

Notes :

(1) The maximum permissible limit is quoted from the directive GB/T 26572-2011.

(2)oSpot-test:

Negative = Absence of CrVI coating, Positive = Presence of CrVI coating;

(The tested sample should be further verified by boiling-water-extraction method if the spot test result is
Negative or cannot be confirmed.)

©Boiling-water-extraction:

Negative = Absence of CrVI coating

Positive = Presence of CrVI coating; the detected concentration in boiling-water-extraction solution is
equal or greater than 0.02 mg/kg with 50 cm? sample surface area.

Information on storage conditions and production date of the tested sample is unavailable and thus Cr(VI)
results represent status of the sample at the time of testing.
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Sample photo:

CANEC1922389601

CAN19-223896.002
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CANEC1922389¢

CAN19-223896.003

CANEC19223896(

CAN19-223896.004
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CANEC19223896

CAN19-223896.005

SGS authenticate the photo on original report only

*** End of Report ***
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